
STIN: 09ABJFS6441B1Z6 
PAN ABJFS6441B :9818373787 

ASHIVAM ENGINEERS& FABRICATORS 
DAC SPECIALIST IN: HOT DIP GALVANIZING Kvan 

AO-282-285, Industrial Area, South Side of G.T.Road, Ghaziabad - 201009 (U.P) E-mail: shivamengineering@yahoo.co.in 
Ref. Date.281o121******************* 

***** *****be********** 

GALVANIZING TEST REPORT 
CLIENT: Maheshwari Electricals Pvt. Ltd.. 

HOT DIP GALVANIZING 
TIC No.: SEF/TR/064/2021-22 

DATE-: 28.09.2021 
AVG. MASS 

DESCRIPTION 
OF IFORMITY OF ZINC COATING AVERAGE ZINC COATINGG ADHESION VISUAL REMARKSs OF ITEMS IN MICRONES ZINC COATING (PREECE TEST) TEST 

IS-4759 
FRONT MID REAR MICRONES 

COATING IN GM/M 
IS-6745 

|(Hammer Test) 
IS-2633 

2 3 SIDE SIDE SIDE 
IS-2629 IS-2629 

Perforated Cable 
Tray With 

Coupler Plate 
300x40x2mm 32 87 100 89.7 OK OK OK OK 

OK OK OK| OK 
OK OK OK OK 

632 OK FINE 600x40x2mm 86 93 101 93.3 
150x40x2mm 

658 OK GALVANIzING| 90 96 104 96.7 681 OK 
For Shivam Enginfers& Fabricators Project: NCRTC Duhai Depot 

Client: KEC International Ltd. 

Contractor: M/s Universal MEP Project & Engineering Services Ltd. Lab Incharge 

ECIRICA 

(Q.C. 

GHAZIAB 

196/MAHSR-C7
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